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ALASKAN COPPER WORKS - ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
JANUARY 13, 1994 JANUARY 18, 1993
M32640 COMPOSITE M32710 COMPOSITE
[ VISUAL REPRESENTATION OF LAB RESULTS |
|
CHROME COPPER NICKEL ~ ZINC CHROME COPPER NICKEL  ZINC
RESUTS 1 069 088 007 RESULTS 11 095 14 011
UMTS 277 3 388 261 UMTS 277 3 388 261
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